



C Component in -Fe at 1426 K

C= C (in alloy)
	xC
	aC
	C
	GMC
	GXSC
	HMC
	SMC
	Sxs

	0.00

0.01

0.02

0.03

0.04

0.05

0.06

0.07

0.08

0.09*
	0.000

0.053

0.116

0.190

0.276

0.378

(±0.028)

0.499

0.638

0.805

1.000
	4.894

5.323

5.800

6.323

6.911

7.570

(±0.570)

8.309

9.121

10.064

11.111
	-8312

-6105

-4710

-3643

-2753

(±200)

-1973

-1267

-614

0
	4500

4738

4981

5226

5478

5736

(±200)

6000

6268

6543

6823
	10552

10729

10910

11094

11282

11474

(±500)

11671

11871

12076

12285
	13.353

11.932

11.083

10.466

9.977

(±0.380)

9.568

9.213

8.899

8.615
	4.244

4.201

4.158

4.115

4.070

4.024

(±0.380

3.977

3.929

3.880

3.830


*Phase boundary

Source -
Ralph Hultgren, Pramod Desai, Donald Hawkins, Molly Gleiser, and Kenneth Kelley:  
Selected Values of Thermodynamic Properties of Binary Alloys, ASM, Metal Park, OH, 1973.
