Library Resources of Importance to Met 321
1.
Selected Values of the Thermodynamic Properties of the Elements, Ralph Hultgen, Pramod Desai, Donald Hawkins, Molly Gleiser, and Kenneth Kelly, ASM, Metals Park, OH, 1973.

2. 
Selected Values of the Thermodynamic Properties of the Binary Alloys, Ralph Hultgen, Pramod Desai, Donald Hawkins, Molly Gleiser, and Kenneth Kelly, ASM, Metals Park, OH, 1973.
3.
Phase Diagrams for Ceramists, American Ceramic Society.

4.
Mineral Yearbook, US Bureau of Mines and later by US Geologic Survey
